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Figure 1: Viscosity as a function of 
emulsion concentration and salt 

Concentration. 

Figure 2: Viscosity as a function of pH. 
 

Figure 3: Brookfield yield value. 
 

Figure 4: Viscosity as function of rotational 
speed at different polymer 

Concentrationsa 

Acrylamide and Oil-Free Skin Care  
Properties 
x Very high viscosifying power 
x Excellent skin feel 
x Produces opaque gels 
x Usable at pH from 5.5 to 12.5 
x Acid and salt tolerant 
x Acrylic acid homopolymer 
x Ethoxylate free 

Polymer 
Concentration 

Emulsion 
Concentration 

0.75% 4.10% 
1.00% 5.50% 
1.25% 6.85% 

 Technical Data 
x Density: 1,0 - 1,10 g/cm3 
x Solids Level: 60% 
x Viscosity of product: 2,000-10,000 cPs (25 

oC, Brookfield RV, 30 RPM) 
x Shelf life: 12 months 
x INCI name: Sodium Polyacrylate Copolymer 

Packaged in 113-, 225- or 1000-kg containers, or 
customized as requested. 
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